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Abstract: Random nonuniformities in the photonic crystal lattice are
shown to reduce the coupling length and the coupling efficiency of two-core
photonic crystal fibers. These coupling properties are extremely sensitive to
imperfections when the air holes are large; variations in the lattice of less
than 1% are sufficient to cause essentially independent core propagation due
to a dragtic reduction in the efficiency of the core coupling. The observed
sensitivity of two-core fibers to lattice imperfections is explained through a
comparison with coupled mode theory.
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1. Introduction

The design flexibility and unique propagation characteristics of photonic crystal fibers (PCFs)
offer many new possibilities for fiber based devices. Multiple core PCFs with novel air hole
arrangements take advantage of these properties for applications such as filters, couplers,
switches, and polarization splitters [1-3]. The realization and performance of these designs
depend on the predictability of the coupling behavior between cores. Accurate numerical
methods exist for simulating multi-core PCFs and their properties, however, fabrication
processes generate random nonuniformities in the photonic crystal lattice that can potentially
dter the actual performance of the fiber from that which is predicted by simulation. By
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imposing random variations in the air hole size and in the air hole location of two-core PCFs
and then using numerical simulation tools to calculate certain properties of these fibers, a
better understanding of the impact of fabrication induced irregularities can be gained.

The rate and the efficiency of power transfer between cores are important parameters to
examine when designing a fiber coupler or any other device that utilizes the properties of a
multi-core fiber. Previous work has shown that the rate of power transfer between the cores
of two-core photonic crystal fibers, described by the coupling length, can be extremely
sensitive to irregularities in the “cladding” of the PCF, or the lattice surrounding the cores [4].
For large air hole fibers, nonuniformities in the photonic crystal lattice of less than 1% were
shown to produce, on average, a deviation in the coupling length of at least an order of
magnitude from the predicted value which is calculated from a fiber with a perfect lattice [4].
In this paper, we demonstrate numerically that in addition to decreasing the coupling length,
imperfections in the photonic crystal lattice drastically reduce the coupling efficiency, or the
fraction of the power that is transferred between cores, depending on the relative size of the
air holes. Two-core fibers with relatively small air holes and shorter coupling lengths are
markedly more robust to nonuniformities than two-core PCFs with large air holes and long
coupling lengths. The coupling efficiency is shown to be minimal for fibers with large air
holes when only small nonuniformities are present, resulting in essentially independent core
propagation. The effects of imperfections in the lattice on the coupling properties of two-core
PCFs, as well as the dependence of this response on the size of the air holes, are explained
through a comparison with coupled mode theory.

An obvious approach to achieving independent core propagation in a multi-core fiber isto
engineer a long coupling length by increasing the core separation and the mode confinement.
This method, however, places restrictions on the fiber design as well as how densely the cores
can be packed in afiber. An alternative solution is to decrease the efficiency of the coupling
such that an insignificant amount of power is transferred between the cores regardless of the
coupling length or the rate of the coupling. Our results show that structural nonuniformities
in two-core PCFs that could be a consequence of normal fabrication processes have the
potential to drasticaly reduce the efficiency of the coupling allowing coupling to be
practically ignored. The imperfections in the cladding cause the two cores to become
decoupled and, as aresult, light propagates essentially independently in each core.

2. Method

In order to understand how the introduction of nonuniformities affects the core coupling in a
two-core PCF, we use a vector norma mode expansion to compare how power in each core
fluctuates as a function of the propagation distance for many randomly generated fibers with
imperfect lattice structures and for fibers without imperfections.

The PCFs simulated are composed, in cross-section, of air holes arranged in a triangular
lattice around two silica defects separated by asingle air hole, as shown in Figs. 1(a) and 1(b).

The x and y axes are also defined in 1(a). The guided field in the waveguide, E(x, Y, 2)
andH(x,y,2), is expressed as an expansion of the bound modes of a particular two-core PCF
following Eqg. (1) [8, 9]:

E(X, Y, z)=Zajéj (x,y)exp(iB;2), 1)
j
likewise for H(x, y, z) , where ; is the propagation constant or eigenvalue of the j"" mode,

€;(x,y) isthe modal field, and the z-direction is parallel to the axis of the fiber. The modal
amplitudes, &;, represent the amount of overlap between the input field and thej™ mode and
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Fig. 1. The x-polarized modes (E, is much larger than E,) of the fundamental mode group for a
perfect lattice two-core PCF with d/A=0.90 and A=2.5um. (@) and (b) display the PCF cross-section
and the real x-componenet of the electric field; the white circles are air holes. (c) and (d) show the
profile of the field along y=0; (@) and (c) are a symmetric mode, while (b) and (d) are
antisymmetric.

are determined from Eq. (2) [8, 9]:

a =2—;j.[!|§(x, y,O)xﬁj* (X, y)- 2dxdy, 2

whereE(x, y,0) istheinput field and ﬁj (x,y) isthemoda magnetic field. N; determinesthe
normalization of the j™ mode as defined in Eq. (3):

%”éi (6 Y) xR (%, y)- 2dxdy=%”é}‘(x, y)xh, (x,y)- Zdxdy = N, ?)

The power as afunction of z in a particular core is calculated from the Poynting vector using
Eq. (4):

Pore(2) =3 Re ” E(X, Y, 2)xH (X, y, 2)- Zdxdy , 4

core
area

where the guided fields are calculated following Eq. (1) and the core area is assigned as the
area on either side of a line that bisects the central air hole along x=0. The coupling
efficiency, or the percentage of power transferred between cores, as well as the rate of power
transfer, or the coupling length, are determined from Eq. (4). The input field is x-polarized,
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E,=0, and has a Gaussian profile that is centered on the Ieft core with a spot diameter (1/€?
intensity) equal to the pitch. Reflections at the input interface areignored.

The photonic crystal lattice that makes up the cladding of a PCF is described by two
parameters. the air hole diameter, d, and the air hole separation or pitch, A. Nonuniformities
are introduced into the fiber by independently imposing stochastic variations on the ar hole
size and on the location of the air holes in the same manner as Ref. [4]. Each imperfect two-
core PCF is generated by randomly assigning every air hole in the fiber a value from a
Gaussian digtribution of values for d or A. The degree of irregularity in the lattice is defined
asthe ratio of the standard deviation to the mean of this distribution (ie. dd/d, or 8A/A,) times
100, or as a percentage of variation. The average value used for the pitch is aways 2.5um,
unless otherwise stated, therefore a variation of 1% indicates that the standard deviation of the
imposed structural perturbations is 25nm.  The modal fields and the mode propagation
congtants of two-core PCF structures with and without imperfections are calculated for the
wavelength of light of 1.55um using numerical simulations based on the multipole method [5-
7]. The highest index mode group contains four modes with slightly different indices whose
energy distributions within the individual cores are al approximately Gaussian with azimuthal
symmetry, as characteristic of afundamental mode. The normal mode expansion is truncated
after these four lowest order modes since they represent the most significant contribution to
the sum due to their large overlap with the input field. Our modeling showed that ignoring
the higher order modes results in negligible error because the modal amplitudes, g, are
extremely small.

3. Resaults

The power in the left and right cores as a function of z is shown in Fig. 2 for a two-core PCF
with d/A=0.58. Figure 2(a) shows the power transfer when the lattice of the fiber is perfectly
uniform. Because the two cores are identical, energy is distributed equally between the cores
for each of the four modes in the fundamental mode group. The two highest index modes in
this group exhibit symmetric behavior when the amplitude of the field is considered, while the
lowest two are antisymmetric. The symmetric and antisymmetric modes that are
predominantly x-polarized are displayed in Fig. 1. Polarized light incident on one of the cores
is represented by a linear superpaosition of a symmetric and an antisymmetric eigenmode of
the two-core system, each of which propagate according to a dightly different effective
propagation constant. The beating of the eilgenmodes causes power to oscillate between cores
as afunction of the propagation distance along the fiber. Figure 2(a) shows that, as expected,
after a propagation distance equal to the coupling length, ~2000um, one hundred percent of
the power transfers from one core to the other because the energy is equally distributed
between the cores for the eigenmodes of the structure. Introducing a random variation of
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Fig. 2. The normalized power in each core is plotted versus the propagation
distance. The coupling efficiency changes from (a) 1 to (b) 0.20 when a random
variation of 2.2% in the air hole sizeisintroduced, A = 2.5 um and d/A = 0.58.
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Fig. 3. The average coupling efficiency (a) and the average coupling length,
normalized to the value for a perfectly uniform structure, (b) are plotted vs. d/A
for a percentage variation of 1% (solid line) and 4% (dashed ling), A = 2.5 pm.
The lines have been added to facilitate the eye.

2.2% in the air hole size caused, in this particular structure, the coupling length to be reduced
by half and the efficiency of the coupling to decrease to 20% as shown in Fig. 2(b). The
definition of the coupling efficiency asit is referred to elsewhere in this paper isillustrated in
Fig. 2(b).

In Fig. 3(a), the coupling efficiency is plotted versus the relative air hole size, d/A, for two
different values of the percentage variation for each type of variation. Each marker represents
the average efficiency of a data set containing thirty randomly generated two-core PCFs. As
the relative size of the air holes increases, and as the nonuniformity in the fiber increases, the
coupling efficiency decreases. Large air hole two-core fibers exhibit extremely low coupling
efficiency; for example, a PCF with d/A=0.90 and structural imperfections of only 1% will
have a coupling efficiency, on average, of less than 1%.

The coupling length exhibits a similar response to lattice variations, as shown in Fig. 3(b),
where the average normalized coupling length is plotted versus d/A. In order to examine the
relationship between these two properties of two-core PCFs, the coupling efficiency is plotted
versus the coupling length in Fig. 4 for different values of d/A. Each marker represents the
coupling efficiency and the coupling length of a randomly generated two-core fiber with
variations of 0.67% to ~4% in either the air hole size or the air hole separation. Fibers with
large air holes (bottom right) typically exhibit a coupling efficiency of lessthan 1%.
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All the structures examined in Fig. 4 are multi-moded. By increasing the wavelength to
pitch ratio (i.e. the normalized wavelength) for the relative air hole sizes studied here, or by
decreasing the value of d/A into the endlessly single mode regime, a single mode will be
guided. Changing the structure by increasing the normalized wavelength results in a larger
mode size as does decreasing the air hole size; therefore, atering the normalized wavelength
in this manner should follow the same trend shown in Fig. 4 for changes in d/A. This is
indeed the case. Datain Fig. 4 moves up and to the left as the structure becomes less muilti-
moded because of changes in the air hole size or in the normalized wavelength. This behavior
demongtrates that two-core fibers become less sensitive to variations as the coupling length
decreases and the mode field area becomes larger.

Upon inspection of the plots in Fig. 4, the efficiency is noticed to decrease at a quicker
rate than the coupling length in a clear power relationship, inferred from the linear distribution
of data points in the log-log plots. The fact that the data exhibits similar slopes across all
plots indicates that the nature of the relationship between these parameters does not appear to
depend on the relative air hole size. A linear fit of the log-log data reveals an approximately
quadratic relationship between the two parameters, as evidenced by the slope values given in
Table 1 shown for each of the plots in Fig. 4. In order to develop an understanding of this
relationship, we applied coupled mode theory to two-core PCFs with imperfect lattice
structures.
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Table 1. Theslopes of linear fitsto the log-log

data of Fig. 4.
d/A Sope
0.58 1.93
0.70 194
0.75 193
0.80 1.88
0.85 192
0.90 191

4. Couplemodetheory

In coupled mode theory (CMT), each core is treated as an independent waveguide that is
perturbed by the presence of fields propagating in the other core. When the field from one
core enters the high index core region of the second waveguide, it becomes a source for a new
field. The total field solution of a system of two waveguides, label them a and b, is
approximated as a linear combination of the mode fields of the individual waveguides[11], as
shown in Eqg. (5).

E(x, Y, 2) = a(2)€*(x, y) + b(2)€°(x, y)

- ’ A ®)
H(x ,2) = a2 (x, )+ bR (X, y)

In the weak coupling regime, the cross power (proportionally to the area integrals of
e2(x, y)xh°(x,y) and &°(x, y)xh2(x,y)) is ignored and the amplitudes of the two cores

obey the coupled amplitude equations of Eq. (6) as derived from the general reciprocity
relation [11].

dia(z) =ifa(2) +iKy,b(2)
z , (6)

%b(z) =iKpa(2) +15,b(2)

where S, and p, are the propagation constants for the individual, independent waveguides and
the coupling coefficients, Kp, and Ky, are proportional to the overlap integral of the mode
fields of the individual waveguides in each core [10, 11]. Solving this system of equations
and applying theinitial condition that light isincident on waveguidea at z= 0, or &0) = 1 and
b(0) = 0, produces the expression for the power in waveguide b given in Eq. (7) [11]:

Kab

2
R (2 =|b(Z)|2 = ‘7 sinyz,

. : ()
where:y = \/M+ K apKpa
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The coupling properties of the two-core PCF are again defined from the power transfer, Py(2).
The coupling length is the distance, L., at which the power in waveguide b has oscillated to its
first maximum, ie. wL. = #/2. The coupling efficiency can be defined from Eq. (7) as the
maximum possible value for the power in waveguide b, or [Ku/yP. Asthe mismatch between
the modes, fy-f,, increases, it can be seen from these relationships that the coupling efficiency
and the coupling length will decrease. When the variable v is solved for in the expression for
the coupling length and substituted into the expression for the coupling efficiency, the
efficiency is shown to be proportional to the square of the coupling length:

2
—41:2“' K ®)

Efficiency =

Improved coupled mode theory, where the coupling is no longer assumed to be weak, results
in the same relationship between the efficiency and the coupling length asin Eq. (8), but with
adifferent proportionality constant still dependent on the mode overlap that is modified by an
amount determined by the cross power [10, 11]. For simplicity, we will continue without
including the effects of the cross power. The quadratic relationship of Eg. (8) substantiates
the relationship predicted from the power law fits of the plotsin Fig. 4 and from the valuesin
Table 1.

The applicability of CMT can be further assessed by comparing the coupling length, L.,
as calculated from CMT using Eq. (8) to the value derived directly through the multipole
method for a perfect structure. Beginning with Eq. (8), if K4, is assumed to be constant, a
quadratic polynomial fit, where the linear and zeroth order terms in the polynomial are forced
to be zero, can be applied to the data of Fig. 4 and the fit parameter can be used to estimate
Ka. The assumption that K, is congtant claims that the induced structural perturbations do
not significantly change the amount of overlap between the mode fields of the two cores from
that of a uniform two-core PCF. Table 2 liststhe fit parameters from the quadratic fit for each
ratio of d/A studied and the coupling coefficient, K4, as solved for from these values. An
estimate of the coupling length for a perfect fiber can be calculated from K4, using CMT and
Eq. (7) with a mismatch set to zero. These values are compared in the final two columns of
Table 2 with the coupling length as determined directly from two-core fibers with a perfectly
uniform photonic crystal lattice. This comparison implies that CMT in the weak coupling
regime adequately describes the behavior of these two-core PCFs when nonuniformities are

Table 2. Thefit parameter, or the coefficient of a quadratic fit to the datain Fig. 4, is listed according to
therelative air hole size. Ky, is calculated from the fit parameter according to Eq. (8). The final columns
compare the coupling length as cal culated from the fit using CMT with the value determined directly from
the perfect structure.

Fit parameter [Kap)

d/A (Hm_z) (Hm_l) CMT L¢ (um) L (um)

0.58 1.88E-07 6.82E-04 2.30E+03 2.32E+03
0.70 1.23E-08 1.74E-04 9.01E+03 8.89E+03
0.75 2.74E-09 8.22E-05 191E+04 1.83E+04
0.80 4.25E-10 3.24E-05 4.85E+04 4.16E+04
0.85 7.41E-11 1.35E-05 1.16E+05 1.03E+05
0.90 8.66E-12 4.62E-06 3.40E+05 2.49E+05
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present. The discrepancy between the values for L from the two methods most likely results
from neglecting the cross power and from the parameter K4, not remaining constant for all
imperfect structures. In fact, for a few cases, generated imperfect two-core PCFs exhibited
longer coupling lengths than a fiber with a perfectly uniform lattice; in order to satisfy Eq. (8)
without predicting an efficiency greater than one, K, would have to be much different than
that of the perfect fiber. The data from these structures was left out of the fit on the basis that
it did not satisfy the condition that K, be approximately constant. Revisiting the power law
fit results shown in Table 1 with these data points removed leads to fits that are closer to
quadratic; for example, for d/A=0.58 and d/A=0.70, the slopes increase to 1.98 and 1.99

respectively.
5. Discussion

Nonuniformities in the lattice structure of two-core PCFs cause the cores to be no longer
identical, thus creating a mismatch in the indices of the fundamental modes of the two
individual cores. A nonzero mismatch results in a decreased coupling length and coupling
efficiency as compared with the values that would be predicted from a perfect structure with
no mismatch. The coupling properties of a two-core fiber structure with imperfections are
determined by the parameter v, as defined in Eq. (7), which depends on both the mismatch
and K. Thus, knowledge of K4, alone, which can be gained from simulations based on a
perfect two-core fiber, is not sufficient to accurately predict the coupling behavior of a
particular PCF that is not completely uniform. It is the magnitude of the mismatch relative to
K« that determines how different the core coupling will be from that of a perfect structure. If
K is smal relative to the induced mismatch, the fiber is more sensitive and the coupling
properties will change significantly when nonuniformities—and therefore core mismatch—
are introduced. For example, K4, which is proportiona to the mode overlap, will be smaller
when the modes are well confined, which is generaly true of PCFs with large air holes (see
Table 2). The magnitude of the mismatch, or By-pa can be estimated from the birefringence
induced in asingle core PCF when nonuniformities are introduced into the cladding structure.
From Ref. [4], Fig. 2, the average induced birefringence of PCFs with d/A = 0.70 and d/A =
0.90 for A=2.5um are shown to be of approximately the same order of magnitude, An~1e-4,
across percentage variations of 0.67% to 4%. It can be seen in Table 2 that this An is two

107}
‘=107
2 /
7S ---0.70
Vd
d J ---0.80
10"l Y ~--0.90

0.4 06 08 1 12
Normalized Wavelength (A/A)

Fig. 5. K, as computed from a perfect structure, (dashed lines) and A,
calculated from the birefringence induced from variations in the lattice of a single
core PCF, (solid lines) are plotted versus the normalized wavelength. A is the
average value for 20 structures with variations of 1% in the air hole separation.
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orders of magnitude larger than the coupling coefficient, Ky, for d/A = 0.90, while it is
actually dlightly smaller than K4, for d/A = 0.70. Therefore, the same mode mismatch
between two cores will result in a much greater change in the coupling properties when the
modes are tightly confined (d/A = 0.90). Clearly, small perturbations have a greater impact
on fibers with larger air holes because they are characterized by a relatively large mismatch
and asmall overlap.

The mismatch and the coupling coefficient do, however, depend on the normalized
wavelength. The impact of changing the normalized wavelength on the relative magnitude of
these two parameters can be assessed from Fig. 5. The coupling coefficient is calculated from
a perfect two-core structure and Ap is defined as the mismatch divided by 2 so that the two
parameters plotted represent the two contributions to y. The mismatch is calculated in the
same manner asin Ref. [4] from the average induced hirefringence of a single core PCF with
variations in the air hole separation of 1%. Regions of high and low sensitivity to lattice
imperfections can be predicted from this plot. When AB >> K, a two-core PCF will
generally exhibit high sensitivity to variations; this region corresponds to small A/A. On the
other hand, when AMA is larger, Ky >> AP, indicating a low sensitivity to structura
nonuniformities. In this region, the PCFs tend to have fewer guided modes. Large air hole
fibers will, in general, be sensitive to variations over a larger range of wavelengths and it
appearsthat fibers in the single-moded regime, or large A/A, are more robust to variations.

Conseguences of the non-identical nature of the cores are also manifested through a
modification of the mode structure. Exploring the change in the mode shape provides a more
intuitive understanding of the impact of nonuniformities on the coupling behavior of two-core
PCFs. As stated previoudly, the eigenmodes of the unperturbed two-core system are perfectly
symmetric or antisymmetric in amplitude and distribute energy evenly between the two cores.
However, imperfections in the lattice cause the eigenmodes to evolve towards those of the
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Fig. 6. A cross-sectional view of the z-component of the real part of the Poynting vector
for two of the modes from the highest index mode group of a two-core PCF with A = 2.5
um and d/A = 0.90 and nonuniformities of 0.67% appearsin (a) and (b), while (c) and (d)
show the profile along the line wherey = 0. Similar behavior is observed for the two other
modes in the group.
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Fig. 7. Theratio of power in theleft coreto that in the right core for a mode that
is predominantly left is shown as a function of the normalized air hole size, d/A,
for a percentage variation of 1% (solid line) and 4% (dashed line), A = 2.5 um.
The lines have been added to facilitate the eye. The value for a perfect two-core
fiberis1.

decoupled cores as evidenced by the z-component of the Poynting vector shown in Fig. 6 for a
fiber with d/A=0.90 and variations of 0.67%. The energy of each mode is ailmost completely
concentrated in one core. Figure 7 shows the extinction retio between the cores, or the ratio
of energy in one core to that in the other, for fibers with different relative air hole sizes and
for two degrees of variation in the fiber structure. Each marker is an average over thirty
structures. As the percentage of variation in the lattice structure increases, and as the ratio of
d/A increases, the mode energy becomes more concentrated in one core or the other. When
d/A is greater than 0.80, the amount of energy localized in one core is, on average, at least
three orders of magnitude greater than the energy in the other core for all the fundamental
modes of the fiber, even when variations are as smal as 1%. The two modes in the
fundamental mode group with the highest indices will be amost entirely right (or left) modes
while the remaining two modes will be left (or right) modes. From ascalar point of view, this
change in the eigenmode structure explains the observed decrease in the coupling efficiency
since the single-core input field closely resembles one of the eigenmodes of the perturbed
structure. Light that is incident on one of the cores will now couple predominantly into an
eigenmode of the system and travel along the fiber according to the propagation constant of
this mode with an almost constant transverse energy profile. Large air hole structures are
more sensitive to decoupling because the modes are aready well confined in the individual
cores.

For applications where independent core propagation is a requirement, two opposing
approaches exist. A long coupling length achieved by increasing the core separation is the
obvious method for obtaining this effect. The results presented in this paper, however,
illuminate a more simple solution which is to reduce the coupling efficiency. The cores can
be packed very closely but in a photonic crystal lattice that is very sensitive to perturbations,
such as a PCF with a high ratio of d/A or well confined modes. When even dight
nonuniformities are present, the two cores in these PCFs can be assumed to be decoupled and
light will propagate independently in each core. Typical variations in the structure due to
fabrication can actually drastically reduce the coupling length; however, since the efficiency
of the coupling is approximately zero, all coupling can be essentially ignored.

We aso note that due to the random nature in which the variations were imposed on the
structures simulated in this paper, the results should remain robust to additional perturbations
not accounted for, such as bending.
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6. Conclusion

Through numerically simulating two-core fibers with different air hole sizes and introducing
random variations into their cladding structure, we have shown that the coupling length and
the coupling efficiency can be atered by imperfections in the photonic crystal lattice and that
the sensitivity of these parameters to imperfections depends on the relative air hole size.
Two-core PCFs with relatively small air holes or a large normalized wavelength are more
robust to nonunformities where large air hole fibers or fibers with a small normalized
wavelength can be extremely sensitive. In fact, for a fiber with d/A=0.90, A=2.5um, and
structural variations of only 1%, the average coupling length can be expected to be reduced by
two orders of magnitude and the amount of power transferred between the cores will be less
than 0.1%. The observed quadratic relationship between the coupling length and the
efficiency was confirmed through a comparison with coupled mode theory and the reduced
coupling efficiency was explained intuitively by examining the change in the eigenmode
shapes. Our results clearly indicate that practically independent core propagation can be
easily obtained in alarge air hole PCF when structural imperfections are present.
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